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Nitofl or EPU Conductive
Nitofl or EPU  Dissipative
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Epoxy Polyurethane resin based static Con-
ductive/Dissipative system self smoothing 
fl oor toppings.

Nitofl or EPU Conductive system 25x103 -1 x 106 Ohms

Nitofl or EPU Dissipative system  1x106 -1 x 109 Ohms

       
Uses

Nitofl or EPU Conductive/ Nitofl or EPU Dissipative system  have 

been designed for use in areas where a static Conductive or 

a static Dissipative fl oor is required as a measure to control 

static electricity.  Moreover, they provide a dense, impervious, 

coloured and chemical resistant fl oor surface which is hygienic 

and easy to clean.  Typical areas of use include electronics 

manufacture and assembly, clean rooms, computer rooms, 

hazardous dust and chemical environments and hospital 

operating theatres.

Advantages

Static control :  provides an eff ective passage of static 

electricity to earth

Hygienic:  provides a dense, impervious  seamless fl oor 

surface which is easily cleaned

Durable:  good abrasion resistance

Aesthetical appearance:  available in a wide range of  colours 

to enhance the  working environment

Chemical resistant:  good resistance to a  wide  range of  

chemicals

Description

Nitofl or EPU Conductive/Nitofl or  EPU Dissipative system 

consists of blended epoxy resins, curing agents, graded inert 

aggregates.  They are epoxy polyurethane applied fl oor top-

pings for use at a thickness of 2mm.

When laid Nitofl or  EPU Conductive/Nitofl or EPU Dissipative 

system provide a seamless, smooth, light refl ective surface. 

Flooring system

1 coat of Nitoprime 25

1 layer of Nitofl or EPU Conductive /Nitofl or EPU Dissipative 

undercoat

1 layer of Nitofl or EPU Conductive / Nitofl or EPU Dissipative 

topcoat.

Technical Support

Fosroc off ers a technical support service to specifi ers, end 

users and contractors, as well as on-site technical assistance 

in locations all over the country.

Properties

_________________________________________________

Specifi c gravity(mixed)       Approx. 1.7

Volume solids  100%

Surface resistance(ASTM F150)     

Nitofl or  EPU Conductive  25 x 103 - 1 x 106 Ohms 

Nitofl or  EPU Dissipative  1 x 106 - 1 x 109 Ohms

Compressive strength    50N/mm2@27oC  

7 days (BS 6319)

Tensile strength      

7 days (BS 6319)  10N/mm2@27oC

Flexural strength      

7 days (BS 6319)  25N/mm2@27oC

Pot life at 300C  approx. 30 min.

Curing time at 300C       Foot traffi  c after 24 hrs 

  Full traffi  c after  7days 

Chemical resistance     

The cured Nitofl or EPU Conductive/ Nitofl or EPU Dissipative  

fl oor toppings are resistant to petrol, oils and fats, detergents, 

some aliphatic hydrocarbons and diluted alkalis.

For  further information on chemical resistance, Fosroc shall 

be contacted.

Specifi cation clause

The areas indicated shall be applied with epoxy polyurethane  

resin based  Nitofl or EPU Conductive/Nitofl or EPU Dissipa-

tive fl oor topping, which shall provide an eff ective charge 

dissipation  to the earth when applied over concrete or steel 

substrates.  

For static Conductive areas ( Resistance 25x103  to 1 x106 

Ohms)

When measured for surface resistance in accordance with 
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ASTM F150, the static Conductive topping  including Under coat 

shall be in the range of  25 x 103 - 1 x 106 Ohms.    The surface 

resistance of the Conductive undercoat shall be in the range of 

2 x 103 - 4 x 103 Ohms.

For static Dissipative areas ( Resistance 106 to 109 Ohms)

The surface resistance of the Dissipative undercoat shall be 

in the range of 2.5 x 104 - 5 x 104 Ohms.  When measured for 

surface resistance in accordance with ASTM F150, the static 

Dissipative topping including undercoat shall be in the range of 

1 x 106 - 1 x 109 Ohms.

Application instructions

Surface preparation

All fl oors to receive Nitofl or EPU Conductive / Nitofl or EPU Dis-

sipative topping should be protected by means of a damp-proof 

membrane.   The absence of such membranes could lead to 

the problem of osmosis/rising dampness where soluble salts 

have concentrated.

New concrete or cementitious substrates should have been 

placed atleast 28 days earlier and have a moisture content of 

less than 5% before  topping  with Nitofl or EPU Conductive / 

Nitofl or EPU Dissipative system.  This can be checked by using 

a Thermo Hygrometer. With non-self supporting concrete fl oors 

transfer of moisture from the soil might occur, resulting in adhe-

sion failures of the fl ooring system.

The long term durability of the applied Nitofl or EPU Conductive / 

Nitofl or EPU Dissipative  topping is dependent upon the adhesive 

bond achieved between the fl ooring material and substrate.  It is 

most important therefore, that substrate surfaces are correctly 

prepared prior to application.

All substrates should be sound and free from contamination 

such as mortar and paint splashes, curing compound residue, 

oil or grease.  Excessive laitance should be removed by light 

mechanical scrabbling,  grinding or grit blasting.   

Oil and grease contamination must be completely removed by 

grinding down to sound, clean concrete.  Alternatively, blasting 

techniques can be used to provide the required substrate.

Old concrete fl oors with deep seated contamination and sub-

strate damage must be prepared by any of the mechanical 

methods as previously described.  Major discrepancies in the 

substrate should be repaired with Nitomortar S*.

Where these methods are considered impracticable, alter-

native methods may  be considered, but it is essential that 

a sound, clean substrate be provided.  For further advice, 

Fosroc may be consulted.

As Nitofl or EPU Conductive / Nitofl or EPU Dissipative sys-

tems are only  2mm toppings, the substrate must be relatively 

even textured, as any major surface discrepancies may aff ect 

aesthetics.

Priming

Prepared substrates to be treated with Nitofl or EPU Conduc-

tive / Nitofl or EPU Dissipative system, should be primed with 

Nitoprime 25*. Nitoprime 25 should be mixed in the propor-

tions supplied by adding the entire contents of hardener can 

to the base can.  Once mixed the  Nitoprime 25 primer, should 

be  immediately applied in a  thin, continuous fi lm using stiff  

brushes or rollers.  Over application and puddles should be 

avoided.  

Porous fl oors may  require two coats of Nitoprime 25.

Nitoprime 25 should be allowed to become tack free prior to 

application of Nitofl or EPU Conductive / Nitofl or EPU Dis-

sipative Undercoat. 

Earthing Connections

Earthing connections ( where needed) should be placed at 

appropriate locations in consultation with Fosroc.

Mixing undercoat

Proper mixing of the undercoat components is essential.  Both  

the base and hardener shall be mixed in a mixing  vessel.  

Solvents should not be added.  It is important that all compo-

nents are intermixed thoroughly with a forced - action mixer 

or with a heavy duty slow speed drilling machine attached 

with a mixing paddle  so that no traces of the components 

remain unmixed.

Applying undercoat

The mixed undercoat shall be applied  with a roller or brush 

on the primer at  a material consumption rate of  4.0 m2/litre 

for Nitofl or EPU Conductive undercoat and 5.5 m2/litre for 

Nitofl or EPU Dissipative.  Care should be taken to avoid over 

application or puddles.  The undercoat provides a Conductive 

/ Dissipative system passage to earth and correct  application 

and strict adherence to coverage rates are critical to the fi nal 

electrical properties of the completed fl oor.

Nitofl or EPU Conductive
Nitofl or EPU Dissipative



page 3 of 4constructive solutions

Nitofl or EPU Conductive
Nitofl or EPU Dissipative

For undercoat curing to be complete,  adequate ventilation and 

air movement are necessary.  Thorough covering of earthing 

connections is essential.  The conductivity of the undercoat 

needs to be measured before applying the Top coat.  The 

surface resistance should be :

Nitofl or EPU Conductive  :  approx. 2x103 - 4 x103 Ohm 

Nitofl or EPU Dissipative   :  approx. 2.5x104 - 5 x104Ohm

Mixing Topcoat

Proper mixing of the components is essential.  Both the base 

and hardener shall be mixed in a mixing vessel.  The colour-

pot shall be added and mixed till an even colour is obtained.  

The  fi ller shall be added and mixed  for another 3 - 5 minutes 

till a homogeneous mixture is obtained.  Solvents should not 

be added.  It is important that all components are intermixed 

thoroughly with a forced action mixer or a  slow speed heavy 

duty drill machine fi tted with a mixing paddle, so that no traces 

of the components remain unmixed.

Applying Topcoat

When mixed, Nitofl or EPU Conductive/Nitofl or EPU Dissipative 

Topcoat should be poured immediately on to the surface and 

spread at 2mm with a steel trowel or a fl oat.  Immediately after 

application the surface should be fi rmly rolled in perpendicular 

directions with a nylon spiked roller to help release any en-

trapped air in the material and help level any slight trowel marks.

Maintenance

The service life of a fl oor  can be considerably extended by 

good housekeeping.  Regular cleaning may be carried out us-

ing a rotary scrubbing machine with a water miscible cleaning 

agent at temperatures up to 500C.

Limitations

Nitofl or EPU Conductive / Nitofl or EPU Dissipative system 

should not be applied  to asphalt, unmodifi ed sand/cement 

screeds, PVC tiles or vinyl.  For information on other substrates, 

Fosroc shall be contacted.

Nitofl or EPU Conductive / Nitofl or EPU Dissipative system 

should not be applied at temperatures below 150C. 

 

Estimating

Packaging

Nitofl or EPU Conductive/     

Nitofl or EPU Dissipative Topcoat  15 litre pack   

(Base, hardener, aggregate,     

and colour pot)

Nitofl or EPU Conductive /      

Nitofl or EPU Dissipative Undercoat  2.4 litre pack   

(Base and hardener)

Nitoprime 25   1 and 4 litre pack

Coverage

Nitofl or Conductive undercoat   : 4.0  m2/litre  

Nitofl or Dissipative undercoat    : 5.5  m2/litre 

Topcoat:       

Nitofl or EPU Conductive  : 7.5 m2/15 litre pack @  

   2mm thickness  

Nitofl or EPU Dissipative  : 7.5m2/15 litre pack @  

   2mm thickness 

Nitoprime 25   :  5.5 - 6.5 m2 / litre

Joints

All existing expansion or movement joints should be bridged 

with earthing connections in order to secure the conductivity 

of the fl oor.

Cleaning

Tools and equipment should be cleaned with Nitofl or Sol im-

mediately after use.  Spillages should be absorbed with sand 

or saw dust and disposed in accordance with local regulations.

Storage

Shelf life

Nitofl or EPU Conductive / Nitofl or EPU Dissipative system 

Topcoat and Undercoat have a shelf life of 12 months if kept 

in a dry, cool store in the original unopened packs.

Precautions

Health & Safety instructions

Contact with skin and eyes shall be avoided.  Use only in well 

ventilated areas is suggested.  In case of insuffi  cient ventilation, 

suitable respiratory equipment shall be worn.  Breathing  of  

vapour is not suggested.  Suitable protective clothing, gloves 

Nitofl or EPU Conductive
Nitofl or EPU Dissipative
Nitofl or EPU Conductive
Nitofl or EPU Dissipative



Important note :
Fosroc products are guaranteed against defective materials and manufacture and are sold 
subject to its standard terms and conditions of sale, copies of which may be obtained on 
request. Whilst Fosroc endeavours to ensure that any advice, recommendation specifi cation 
or information it may give is accurate and correct, it cannot, because it has no direct or 
continuous control over where or how its products are applied, accept any liability either 
directly  or indirectly arising from the use of its products whether or not in accordance with 
any advice, specifi cation, recommendation or information given by it.

Fosroc Chemicals 
(India) Pvt. Ltd.
Head Offi  ce
Embassy Point, No. 150,
2nd Floor, Infantry Road,
Bangalore 560 001,
Karnataka           
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and eye/face protection shall be worn.  If swallowed, medical 

advice shall be sought  immediately and show the container 

or label - Vomiting should not be induced.  After contact with 

skin, it shall be washed immediately with plenty of water and 

soap.  In case of contact with eyes, it shall be rinsed  im-

mediately with plenty of  water and medical advice shall be 

sought  immediately.   It shall be kept away from sources of 

ignition - Smoking is prohibited during application/ handling 

of the product.

Flash points

Nitoprime 25   250C   

Undercoat base   greater than 1000C 

Undercoat hardener  N.A.   

Topcoat base   greater than 1000C 

Topcoat hardener   570C   

Nitofl or Sol   330C

Additional information

The Fosroc range of associated products includes high 

strength cementitious grouts, epoxy grout, polyester resin 

based mortar for presetting of steel shims to level or for direct 

bedding of small base plates, resin anchoring systems for 

same day anchoring of bolts in drilled holes in concrete or 

rock.  Also available are a  range of products for construction 

viz. admixtures, curing compounds, release agents, fl ooring 

systems and repair mortars.

INDIA/2020/0551/B

telephone fax e-mail

+91 80-42521900 +91 80-22281510 enquiryindia@fosroc.com 
 

 Regional Offi  ces

Chennai Mumbai Noida Kolkata
Hills Centre,Old No  5, MBC Park, 12th fl oor,  Offi  ce No.12B, Unit No. 601, Highway Tower-II 304, Jodhpur Park
New No 9, 3rd Cross Street, ‘D’ Block, Near G Corp/Hyper City A-13/2, 6th Floor, Sector– 62 Kolkata 700 068
Jeth Nagar, Raja Annamalaipuram,  Kasarwadawali, Ghodbunder Road,  Gautam Buddha Nagar,  Ph:+91 33-65343188
Chennai 600 028. Thane (West) 400 615 Noida 201 309, Uttar Pradesh Fax: 033-2499-0280
Ph: +91 44 61304500 Ph: +91 22 6229 6800 Ph: +91 120 6121900 
  Fax: 022 62296809 Fax: 0120-4270622

Nitofl or EPU Conductive
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